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TEST REPORT

No. : SHMR130100532
Date : Jan. 28,2013
Page: 1of 2

JIANGSU HUAYAN MARINE EQUIPMENT CO., LTD
NO.8 HUANGJINTANG WEST ROAD, DANYANG ECONOMIC DEVELOPMENT ZONE, JIANGSU
PROVINCE, CHINA

The following sample(s) was/ were submitted and identified on behalf of the client as:

Sample Name . HATCHET FOR FIREFIGHTERS

Sample No. : SHMR130100532

SGS Ref. No. : SP130100423

Product specification . TP-01A

Material and Mark . SILICONE RUBBER

Manufacturer :  JIANGSU HUAYAN MARINE EQUIPMENT CO., LTD
Test Required : Withstand Voltage

Test Method . Client’'s Requirement

Date of Receipt : Jan.17,2013

Test Period : Jan.17,2013 to Jan.21,2013

Test result(s) . For further details, please refer to the following page(s)
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Signed for SGS-CSTC Standards
Technical Services (Shanghai) Co., Ltd

Helen Xu
Authorized signatory
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Attention: To check the authenticity of testing /inspection report & certificate, please contact us attelephone: (86-755)83071443, or email: CN.Doccheck@sgs.com

TEST REPORT

No. : SHMR130100532
Date : Jan. 28,2013
Page: 2of 2

Sample Description: Hatchet
Lab. Environmental Condition: 23°C  50%RH
Sample Quantity: 2pcs
Test Condition:

Connect the metal part to the negative electrode and rubber to the positive electrode. Apply 20000Vdc to
the sample. Test the thick part (front) of the rubber and the thin part (side) of the rubber in each sample.
Test Result:

No flashover and breakdown occurred when testing.

Test Photo:

Test Sample
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